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No. Test Name Result Test Method
1 | Iron (Fe) -ppm 0.1 ASTM D6595
2 | Chromium (Cr) -ppm 0.3 ASTM D6595
3 | Aluminume (Al) -ppm 0.6 ASTM D6595
4 | Copper (Cu) -ppm 0 ASTM D6595
5 | Lead (Pb) -ppm 0.9 ASTM D6595
6 | Tin (Sn) -ppm 0 ASTM D6595
7 | Nickel (NI) -ppm 0 ASTM D6595
8 | Titanium (Ti) -ppm [} ASTM D6595
9 { Silver (Ag) -ppm 0 ASTM D6595
10 | Molybdenum (Mo) -ppm [} ASTM D6595
11 | Silicon (Si) -ppm 17 ASTM D6595
12 | Sodium (Na) -ppm 0.4 ASTM D6595
13 | Boron (B) -ppm 0.7 ASTM D6595
14 | Vanadium (V) -ppm o ASTM D6595
15 | Zinc (Zn) -ppm 0.4 ASTM D6595
16 | Phosphorus (P) -ppm 0 ASTM D6595
17 | Calcium (Ca) -ppm 237 ASTM D6595
18 | Barium (Ba) -ppm 0 ASTM D6595
19 | Magnesium (Mg) -ppm 0.1 ASTM D6595
20 | Kin. Viscosity @40°C - ¢St 68 ASTM D445
21 | Kin. Viscosity @100 °C - ¢St 9.27 ASTM D445
22 | Viscosity Index 113 ASTM D2270
23 | Density -Kg/m3 @15 °C 863 » ASTM D4052
24 | Pour Point - °C -42 ASTM D97 - 1SO 3016
25 | Flash Point (Open Cup) - °C 260 ASTM D92
26 | TAN -mg KOH/g 0.01 ASTM D974
27 | Gross Water Content negative Crackie Test
28 | Color <0.5 ASTM D1500
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